Satinoco - AngloGold Drilling Results (> 1.00 g/t)

Hol Coordinate Elevation Width Azimuth Dip Mineralized Intervals
ole
N E (m) (m) Degree Degree From To Grade Thickness
35.50 35.94 1.60 0.44
. 55.00 55.38 1.10 0.38
FSN-01 7,817,244 512,369 695.0 154.83 Vertical -90
83.50 84.49 1.30 0.99
124.00 124.80 1.16 0.80
38.50 39.22 4.93 0.72
. 128.50 128.85 3.41 0.35
FSN-02 7,817,279 512,336 705.5 182.86 Vertical -90
164.15 166.16 6.08 2.01
170.00 170.68 4.64 0.68
50.25 50.64 3.50 0.39
. 51.25 51.73 6.11 0.48
FSN-03 7,817,226 512,338 697.2 154.43 Vertical -90
52.25 53.19 2.11 0.94
54.75 55.38 2.72 0.63
55.50 55.94 1.20 0.44
. 59.00 59.58 3.07 0.58
FSN-04 7,817,254 512,310 705.3 220.60 Vertical -90
142.00 142.77 1.07 0.77
144.65 145.93 2.35 1.28
39.00 39.52 2.07 0.52
FSN-05 7,817,163 512,414 705.8 197.53 Vertical -90 82.50 84.16 2.54 1.66
118.45 120.10 4.56 1.65
51.00 51.38 1.85 0.38
56.00 58.91 24.76 291
FSN-06 7,817,028 512,553 742.8 141.08 245 -70
70.00 70.97 3.00 0.97
109.00 109.38 1.55 0.38
. 18.00 18.57 2.05 0.57
FSN-07 7,817,180 512,417 703.5 160.00 Vertical -90
78.00 78.61 2.29 0.61
62.50 63.40 4.17 0.90
FSN-08 7,817,276 512,418 700.5 203.13 Vertical -90 104.00 104.56 1.20 0.56
182.82 183.75 1.18 0.93
FSN-09 7,817,264 512,280 712.0 109.08 Vertical -90 89.00 94.96 12.32 5.96
Satinoco - Jaguar Drilling Results (> 1.00 g/t)
Hol Coordinate Elevation Width Azimuth Dip Mineralized Intervals
ole
N E (m) (m) Degree Degree From To Grade Thickness
52.50 54.20 1.33 1.70
FSN-10 7,816,820 512,858 747.7 111.00 250 -50
57.55 68.90 1.11 11.35
208.45 212.25 5.70 3.80
FSN-11 7,816,902 512,960 726.9 261.15 250 -85
215.30 217.70 3.27 2.40
FSN-12 7,816,944 512,882 716.8 200.00 250 -50 Not mineralized
75.35 77.00 2.50 1.65
FSN-13 7,816,843 512,838 744.7 132.45 250 -50
80.40 83.50 3.40 3.10
FSN-14 7,816,818 512,991 736.3 173.00 250 -50 75.60 76.65 9.40 1.05
FSN-15 7,816,863 512,820 741.9 133.95 250 -50 77.10 79.10 2.90 2.00
FSN-16 7,816,979 512,644 741.9 110.25 250 -50 59.35 61.50 8.74 2.15
FSN-17 7,816,880 512,793 739.9 132.10 250 -50 Not mineralized
FSN-18 7,817,195 512,591 718.9 241.90 250 -50 167.70 171.00 2.40 3.30
114.05 115.15 1.13 1.10
FSN-19 7,817,095 512,601 725,66 204.05 250 -50 130.45 131.45 4.95 1.00
134.40 135.40 2.64 1.00
146.80 149.35 2.67 2.55
FSN-20 7,817,155 512,596 720,80 204.25 250 -50
167.65 168.65 5.00 1.00
80.95 82.55 1.36 1.60
FSN-21 7,817,213 512,453 706,52 211.80 290 -50
126.80 127.30 4.23 0.50
FSN-22 7,816,873 512,975 730,16 185.25 250 -50 148.05 150.30 1.56 2.25
FSN-23 7,817,007 512,637 738.4 97.15 250 -50 83.40 86.80 3.01 3.40
FSN-24 7,816,914 512,931 724.7 222.65 250 -50 136.85 141.70 2.41 4.85
FSN-25 7,816,962 512,680 740.2 110.55 250 -50 70.80 71.40 0.68 0.60 Phase 1
FSN-26 7,816,808 512,885 749.6 53.80 250 -70 83.15 86.15 1.58 3.00
FSN-27 7,816,797 512,914 749.8 88.75 250 -70 92.90 95.90 3.65 3.00
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FSN-28 7,816,800 513,020 736.4 234.40 250 -70 85.20 88.45 4.31 3.25
FSN-29 7,816,790 512,951 745.1 157.25 250 -70 86.40 88.60 0.98 2.20
FSN-30 7,817,394 512,279 728.2 154.80 250 -60 68.30 69.55 3.00 1.25
FSN-31 7,817,338 512,310 717.6 230.00 250 -60 134.50 135.65 1.16 1.15
FSN-32 7,816,774 513,021 741.6 174.35 250 -60 Not mineralized
FSN-33 7,817,446 512,272 722.5 223.40 250 -70 8915 89.70 685 0-55
92.30 92.70 3.40 0.40
FSN-34 7,816,773 513,089 720.1 142.60 250 -70 Not mineralized
FSN-35 7,816,928 512,725 733.0 101.00 250 -70 Not mineralized
FSN-36 7,817,039 512,629 734.8 138.65 250 -70 100.35 101.50 | 1.36 1.15
FSN-37 7,817,314 512,245 723.1 112.30 250 -70 Not mineralized
FSN-38 7,817,291 512,265 716.1 106.55 250 -60 Not mineralized
FSN-39 7,817,073 512,493 725.5 111.90 250 -70 42.30 43.80 | 2.92 1.50
FSN-40 7,817,092 512,459 719.7 124.10 250 -70 Not mineralized
25.50 26.15 1.14 0.65
FSN-41 7,817,115 512,435 713.5 122.35 250 -60 53.20 53.95 1.12 0.75
72.30 73.40 2.01 1.10
FSN-42 7,816,905 512,760 733.8 116.25 250 -60 67.60 69.50 2.69 1.90
FSN-43 7,817,013 512,734 726.3 171.40 250 -60 39.80 42.00 4.46 2.20
118.20 119.20 1.33 1.00
FSN-44 7,817,066 512,707 725.2 205.70 250 -60 160.90 163.90 4.47 3.00
FSN-45 7,816,802 512,816 755.3 41.40 250 -60 Not mineralized
FSN-46 7,816,819 512,791 753.2 56.75 250 -70 32.70 38.00 1.76 5.30
FSN-47 7,816,830 512,766 754.3 44.75 250 -70 21.25 29.25 3.31 8.00
FSN-48 7,816,841 512,742 755.5 45.20 250 -70 Not mineralized
FSN-49 7,816,784 512,837 756.9 44.95 250 -70 31.00 36.60 | 1.70 5.60
FSN-50 7,816,923 512,692 779.3 46.50 250 -70 Not mineralized
FSN-51 7,816,768 512,865 757.1 48.60 250 -70 42.10 43.95 | 2.70 1.85
FSN-52 7,816,760 512,899 753.9 56.60 250 -70 Not mineralized
FSN-53 7,817,060 512,508 727.8 47.50 250 -60 40.40 46.75 12.37 6.35
FSN-54 7,817,224 512,321 697.9 35.15 250 -60 17.40 2310 11.25 279
27.05 27.90 35.70 0.85
FSN-55 7,817,243 512,304 702.5 32.00 250 -60 20.45 21.25 1.13 0.80
FSN-56 7,817,048 512,528 730.3 46.65 250 -60 41.60 46.65 6.32 5.05
FSN-57 7,817,264 512,291 708.8 43.20 250 -60 Not mineralized Ph 2
FSN-58 7,817,271 512,267 711.8 33.80 250 -60 17.30 18.90 2.17 1.60 ase
FSN-59 7,817,031 512,541 733.5 47.30 250 -50 36.80 38.85 4.64 2.05
FSN-60 7,817,015 512,554 736.4 44.10 250 -50 31.70 33.10 5.10 1.40
FSN-61 7,816,999 512,567 740.2 52.60 250 -50 38.05 38.95 2.65 0.90
FSN-62 7,816,973 512,577 747.1 64.80 250 -50 22.10 26.20 5.80 4.10
312.30 315.90 2.40 3.60
FSN-63 7,817,168 512,801 709.5 412.25 250 -87 344.80 346.80 2.83 2.00
353.00 358.00 6.80 5.00
FSN-64 7,816,894 513,104 716.4 403.10 270 -87 255.00 258.10 4.30 3.10
FSN-65 7,817,148 512,884 697.6 404.05 250 -87 Not mineralized
FSN-66 7,816,875 513,201 715.8 436.55 250 -87 Not mineralized
FSN-67 7,816,939 513,190 709.4 428.75 270 -87 416.00 417.00 1.13 1.00
FSN-68 7,817,246 512,806 701.2 421.55 270 -87 36540 306.40 251 1.00
369.40 372.40 1.35 3.00
FSN-69 7,816,998 512,690 735.3 180.05 250 -60 108.70 110.70 4.45 2.00
FSN-70 7,817,210 512,646 716.0 283.55 250 -60 221.45 222.45 1.00 1.00
FSN-71 7,817,036 512,776 717.5 256.10 250 -80 182.30 183.30 7.00 1.00
FSN-72 7,816,978 512,720 731.6 157.75 250 -60 110.10 111.10 2.67 1.00
FSN-73 7,816,979 512,721 731.3 207.10 250 -87 155.30 156.30 1.22 1.00
FSN-74 7,817,211 512,645 716.0 349.30 250 -87 278.00 283.00 2:52 200
324.20 327.20 1.92 3.00
FSN-75 7,817,175 512,656 719.7 259.65 250 -60 193.45 197.25 1.79 3.80
FSN-76 7,816,961 512,776 722.4 165.20 250 -60 Not mineralized
FSN-77 7,816,960 512,775 722.4 213.90 250 -87 163.50 168.80 6.05 5.30
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171.60 172.60 13.38 1.00
FSN-78 7,817,124 512,657 723.5 236.00 250 -60 175.60 178.60 6.15 3.00
183.00 186.60 4.10 3.60
FSN-79 7,817,036 512,775 717.5 210.10 250 -60 155.50 156.50 1.53 1.00
242.00 243.00 1.61 1.00
FSN-80 7,817,123 512,656 723.5 312.00 250 -87 248.00 251.00 3.22 3.00
253.00 254.00 2.04 1.00
FSN-81 7,816,941 512,808 727.3 176.70 250 -60 118.85 120.80 1.04 1.95
FSN-82 7,816,940 512,807 727.3 217.50 250 -87 138.00 139.00 0.97 1.00
FSN-83 7,817,089 512,747 720.4 227.95 250 -60 19020 194.00 6.10 3.80
192.00 193.00 2.25 1.00
160.40 161.20 1.67 0.80
FSN-84 7,817,085 512,674 726.8 219.70 250 -60 164.20 164.85 271 0.65
234.00 236.00 2.43 2.00
166.80 169.80 1.13 3.00
FSN-85 7,817,176 512,656 718.7 327.75 250 -87 234.00 236.00 2.43 2.00
258.00 259.00 2.12 1.00
FSN-86 7,816,838 512,900 742.0 142.50 250 -60 8500 87.00 4.20 2.00
91.40 98.00 1.08 6.60
FSN-87 7,816,856 513,143 717.5 343.50 250 -89 260.95 263.00 0.87 2.05
FSN-88 7,817,086 512,675 726.8 261.15 250 -88 217.90 221.00 2.57 3.10
136.70 139.7 2.02 3.00
FSN-89 7,816,837 512,901 742.0 201.50 250 -87 141.00 141.70 1.41 0.70
149.70 151.70 1.14 2.00
FSN-90 7,817,146 512,699 720.5 303.80 250 -60 207.00 210.60 2.64 3.60
214.20 218.00 7.52 3.80
209.50 210.70 1.29 1.20
FSN-91 7,817,197 512,697 713.9 319.00 250 -60 22890 232.00 2:59 310
238.40 239.40 1.46 1.00
250.00 252.00 3.63 2.00
FSN-92 7,817,089 512,747 720.4 316.60 250 -87 269.00 276.00 3.89 7.00
FSN-93 7,816,856 513,143 717.4 303.55 250 -60 238.40 239.40 1.46 1.00
273.90 276.00 3.39 2.10
FSN-94 7,817,147 512,698 720.5 339.30 250 -87 284.00 285.00 1.74 1.00
290.00 292.85 3.66 2.85
FSN-95 7,817,180 512,751 713.1 325.45 250 -60 252.20 25300 251 0-80
269.25 273.25 3.10 4.00
FSN-96 7,816,822 512,921 745.2 180.65 250 -80 138.00 139.00 1.17 1.00
FSN-97 7,817,034 512,664 734.3 154.70 250 -60 116.00 118.00 1.38 2.00
FSN-98 7,817,063 512,625 731.9 178.15 250 -70 Not mineralized
95.00 99.00 6.22 4.00
FSN-99 7,816,871 812,876 732.7 147.55 250 -60 102.00 104.00 6.88 2.00
109.00 110.80 5.57 1.80
307.20 311.20 3.38 4.00
FSN-100 7,817,181 512,750 713.1 444.80 250 -87 313.40 314.40 2.28 1.00
331.00 335.00 8.76 4.00
FSN-101 7,817,135 512,814 710.8 453.15 250 -87 337.80 33880 2554 1.00
353.00 356.40 2.24 3.40
165.00 166.00 1.17 1.00
FSN-102 7,817,127 512,616 723.4 211.25 250 -71 173.00 173.80 2.07 0.80
184.30 186.40 1.27 2.10
FSN-103 7,817,300 512,347 706.0 155.00 250 -60 125.50 127.50 1.37 2.00
FSN-104 7,817,309 512,387 703.6 251.80 250 -87 20115 20215 1.00 1.00
204.20 206.30 5.08 2.10
FSN-105 7,817,317 512,431 701.1 262.45 250 -87 247.10 249.15 201 205
250.15 253.15 3.05 3.00
FSN-106 7,817,168 512,539 716.0 186.70 250 -62 122.70 124.90 6.76 3.20
FSN-107 7,816,919 513,119 713.8 436.05 270 -87 Not mineralized
FSN-108 7,817,371 512,361 716.3 306.25 250 -81 239.00 241.00 3.89 2.00
FSN-109 7,817,340 512,360 710.2 286.50 250 -87 222.40 223.90 2.87 1.50
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318.50 319.50 3.11 1.00

324.50 327.50 1.28 3.00

329.60 330.80 2.73 1.20
FSN-110 7,816,920 513,118 713.5 385.60 250 -62

337.30 339.30 1.36 2.00

342.40 343.50 1.41 1.10

346.70 347.70 5.80 1.00
FSN-111 7,817,371 512,361 716.1 304.50 250 -87 251.00 252.00 1.56 1.00
FSN-112 7,816,939 513,055 716.0 359.50 250 -60 299.70 312.70 4.25 13.00

239.70 240.75 1.47 1.05
FSN-113 7,817,216 512,735 709.1 338.05 250 -60

281.00 283.00 3.48 2.00

302.00 303.00 1.04 1.00
FSN-114 7,816,979 513,050 713.7 410.40 250 -87

337.80 342.20 1.07 4.40

60.00 61.00 1.01 1.00
FSN-115 7,817,446 512,226 727.6 229.80 250 -60 64.70 67.80 2.50 3.10

168.30 170.70 1.42 2.40
FSN-116 7,816,798 513,087 722.4 223.50 250 -60 111.80 113.10 2.24 1.30
FSN-117 7,816,875 513,131 709.9 237.70 250 -60 Not mineralized
FSN-118 7,816,889 513,179 704.8 217.00 220 -60 Not mineralized
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